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Consultancy — Jeevan Ready Mix Concrete Dated: 06.09.2021
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Inward Letter

Bill receipt for testing
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ENGINEERING & TECHNOLOGY

Approved by AICTE & Affiliated to Anna University

Anand Nagar, Nellikuppam Main Road, S. Kumarapuram, Cuddalore - 607 109, Tamil Nadu.
@ (04142) 285 601 - 604 @ www.kcet.in info@kcet.in

CUDDALORE — 607 109
CIVIL ENGINEERING DEPARTMENT
To: M/s. Jeevan Ready Mix Concrete

Receipt No: FC21/00036 dt 06.09.2021

KRISHNASAMY COLLEGE OF ENGINEERING & TECHNOLOGY

Date: 15.09.2021

. Home Guards Nagar,
Behind Krishnasamy Engineering College,
Marudhadu village,
Cuddalore.
Sub: Crushing test of coarse aggregate — Reg,
—— Size of Weight of
Wei : } eight o
) aggregate ;;g:t;':'f I:::l]%[h:;ti Weight of Date fraction Crushin. Remarks
5. No aggregate of passing J
mould aggregate . value
(kg) Testing through
(kg) (kg)
- ) (kg)
1 12mm 10.17 12.9 273 09.09.2021 0.158 5.7% . As per 1S: 456-2000
. - the test results are
2 20mm 10.17 12.69 25 09.09.2021 0.110 4.4% Nty

(The sample was not drawn by KCET)
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Testing report for the given sample
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